
Tytec Retread Procedure

It’s all about service





Tytec Retread Procedure

	 •	 Peeling

	 •	 Buffing

	 •	 Skiving

	 •	 Final Buff

	 •	 Cleaning & Painting

	 •	 Filling

	 •	 Building

	 •	 Curing

	 •	 Regrooving

Retreading Procedure Overview

It’s all about service



Peeling

Peeling is performed to detread the tyre 

and to highlight separations and rock 

injuries. This is vital in assessing the casings 

suitable for retreading.



Tytec Retread Procedure

Buffing

Buffing assists by smoothing the working 

surface of the tyre this highlights small rock 

injuries.

It’s all about service




